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Half-integral constant voltage steps in high- Tc grain boundary
junctions
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A novel effect from microwave radiation near 9.3 GHz applied to high-Tc YBa2Cu307_~ single
grain boundary junctions was observed. In addition to the usual Shapiro steps resulting from the
ac Josephson effect, constant voltage steps with voltages halfway between the voltages of the
Shapiro steps were presenL The widths of these "half-integral" steps were measured as a function
of microwave power, and the influence of a magnetic field was investigated. From previous results
on high-Tc grain boundary junctions and a comparison of the results presented here with single-
and multiple-junction effects in low-Tc materials, we conclude that the half-integral steps are likely
to be a result of grain boundaries being composed of multiple junctions in parallel.
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Among the many types of Josephson junctions of high-
Tc superconductors, much research has focused on grain
boundary junctions. Not only are the properties of grain
boundaries relevant for an understanding of bulk
polycrystalline samples, but also these junctions are a
possible means for achieving technological applications of
high-Tc superconductors. In particular, the bi-epitaxial
technique for producing single grain boundary junctions of
YBa2Cu307_~ has yielded junctions with many of the
necessary properties for these applications.1,2 While
studying the response of these junctions to microwave
radiation, we observed a new and interesting effect, namely
constant voltage steps in the current-voltage (I-V) curves at
exactly half the voltages of the Shapiro steps expected from
the ac Josephson effect. We refer to these anomalous
constant voltage steps as "half-integral" steps.

The bi-epitaxial YBa2Cu307_~ grain boundary
junctions used in this swdy were prepared using a technique
described in detail elsewhere.2 One single chip contained
several junctions, with widths from 30 to 50 J.UI1.
Individual chips were placed in an X-band wave guide, pre-
cooled in liquid nitrogen, and cooled in a liquid helium bath.
With no.applied microwave radiation, all the junctions had
behavior typical of the resistively-shunted-junction (RSJ)
mOdel,3 with no excess current or hysteresis and no
noticeable rounding from noise or reactive elements.

When microwave radiation is applied to a Josephson
junction, constant voltage, or Shapiro, steps due to the ac
Josephson effect4 appear in the I-V curve at voltages V
given by

V = nV I KJ ,

where v is an integer and indexes the step number, n is the
frequency, and KJ =2elh = 0.4835979 GHz/~V is the
Josephson constant. Here, we refer to these steps as integral
steps. When microwaves with frequency near 9.3 GHz were
applied to the junctions studied here, these integral steps
were clearly visible, in some cases for step numbers as high
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as 120, indicating a very strong response of the junctions to
the microwaves. In addition to the integral steps, there were
instances where steps appeared at voltages for which n is
half-integral. An illustration of this is given in Fig. I,
which shows the I-V curve of a 50 J.UI1wide junction at
4.2 K in an applied microwave field of 9.311 GHz. At this
frequency, from Eq. (I), constant voltage steps for integral n
are separated by 19.25 ~V. These are clearly visible in Fig.
I, and are labeled accordingly. In addition, remarkably
distinct and constant voltage steps for half-integral n are
also present. Detailed observations of I-V curves with
clearly dermed half-integral steps revealed no additional step
structure.

Half-integral steps were observed on all three junctions
on one chip, but not on a 50 J.UI1wide junction on another
chip. The only obvious differences between the junctions
on different chips were that those with half-integral steps had
lower normal-state resistances and higher critical currents.

(1)

20J.1.V t

~

56.3 J.1.A

FIG. 1. Current-voltage (I-V) curve of a 50 J.UI1wide junction
in a microwave field of 9.311 GHz. Both integral and half-
integral constant voltage steps are indicated by arrows and
indexed by n.
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FIG. 2. Step width M as a function of microwave amplitude for a
50 J.1.mwide junction illustrating three distinct behaviors, (a),
(b), and (c), of the half-integral steps. The steps are indexed by
n. and the microwave frequency v, critical current Ie' nonnal-
state resistance Rn, and nonnalized frequency n are given for
each behavior.

Also, the occurrence of half-integral steps depended on the
cool-down history, suggesting that trapped magnetic flux is
important This inference was corroborated by the effect of a
small « 5 Oe) applied magnetic field, which modulated the
critical current in a complicated but reproducible manner.
By varying the critical current with the magnetic field, we
reached a general conclusion that half-integral steps occur
near minima in the critical current

The current widths of the constant voltage steps were
measured as a function of microwave power for a 50 J.UD
wide junction with the same orientation in the wave guide
and with respect to the applied magnetic field, but with
different cool-down histories. The results are displayed in
Fig. 2, which shows three distinct behaviors of the half-
integral steps. They are shown in decreasing order of RSJ-
like behavior of the integral steps and increasing width of
the half-integral steps, with the behavior shown in Fig. 2(b)
being the most commonly observed. For each behavior, the
frequency n of the microwaves and the critical current Ie,
normal-state resistance Rn, and normalized frequency D =
viI eRnKj of the junction are given. The applied magnetic
field was varied to obtain an Ie at which half-integral steps
occurred, while Rn of this junction increased slowly due to
aging. The voltages of the steps are indexed by n, from
Eq. (I), solid circles are data points, and lines are guides to
the eye. The microwave amplitude is somewhat arbitrary
since the power coupled into the junction is a small,
unknown fraction of the measured power. Only one type of
behavior was possible for a given cool-down history,
probably because the small applied magnetic field had less of
an effect than the field from the trapped flux, and the
microwave frequency had no effect on the behavior, at least
in the range 8.5 to 10.5 GHz. The I-V curve shown in
Fig. 1 corresponds to a microwave amplitude of
1.75 (J1W)1!2in Fig. 2(b).
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For the smallest half-integral step widths, shown in
Fig. 2(a), the integral steps have nearly the behavior
predicted by the RSJ model, with, for example, the
maximum (minimum) of the n =0 and 2 steps occurring at

the same poweras the minimum(maximum)of the n = 1
step. However, the widths of the integral steps never go
completely to zero, and the half-integral steps have a
complicated dependence on microwave power, with an
alternation between the n = 1(2 and 3(2 steps. For
intermediate half-integral step widths, shown in Fig. 2(b),
the integral steps are less like those of the RSJ model. As
above, the widths of the integral steps never go to zero, and
also there are two minimum widths for the integral steps,
although the wider minima are probably a result of the half-
integral steps. In contrast to Fig. 2(a), here at higher power
the half-integral steps, n = 1(2 and 3(2, have maximums at
the same microwave power. For the largest half-integral
step widths, shown in Fig. 2(c), the behavior of the widths
of the integral steps is not at all like that given by the RSJ
model. For example, the maximum width of the n =1 step
occurs at a maximum in the width of the n =0 step.
However, the widths of the integral steps do go completely
to zero. As for the half-integral steps, the widths do not
have maxima and minima at the same power, in agreement
with those shown in Fig. 2(a) but in contrast to those in
Fig. 2(b). Finally, at magnetic fields for which no half-
integral steps occurred, the dependence of the integral steps
on microwave power was that predicted by theRSJ model.

What is responsible for these half-integral steps?
Several possibilitiescan be rejected quickly and are discussed
first Other, more plausible possibilities are divided into
single- and multiple-junctioneffects and discussed later.

ADobvious possibility is a subharmonic of the primary
microwave frequency,but the cut-off frequency of the X-band
wave guide is 6.55 GHz. Single-electron effects, such as
phonon- and photon-assisted tunneling, would have a factor
of e, rather than 2e, in the denominator ofEq. (1), resulting
in voltages twice those of the integral steps. Finally, effects
from "long" junctions are ruled out because in such
junctions the voltages of steps due to flux flow are inversely
proportional to the width of the junction, whereas the
voltages observed here were always given by Eq. (1) to
within 200 ppm (parts per million) regardless of the width
of the junction.

Turning now to single-junction effects, early
experiments on the ac Josephson effect in weak link
junctions observed non-integral steps in the I-V curves.5 It
is entirely reasonable to view grain boundary junctions as
weak links, rather than tunnel junctions, because of their I-V
curves.6 In general, non-integral steps occur in weak links
when a harmonic of the Josephson frequency coincides with
a harmonic of the applied frequency and the two phases
lock.7 Harmonics can be produced by either a non-
sinusoidal current-phase relationS or the inclusion of reactive
elements in the RSJ model.7,9 The addition of a
capacitance, C, results in the definition of a dimensionless
parameterPe=21tKjIeRn2C. With no microwave radiation,
the I-V curve is hysteretic for Pe > 1.3
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The published results on non-integral steps from single-
junction effects in low-Tc materials, however, are not in
agreement with our results. Specifically, we observed only
half-integral steps, while the published results have steps for
fractional values of n other than one-half. Also, non-
integral steps seem to occur only for values of Pc ~ 1 or
D ~ I, or both,9 while Pc < 1 for our junctions since they
are not hysteretic and D < 1 from Fig. 2. Finally, the
dependences of the step widths on microwave power do not
agree, either in the relative widths of the steps or in the
powers at which mimima occur.7,8

As for multiple-junction effects, evidence is increasing
that YBa2Cu307_o grain boundary junctions are
heterogeneous. This comes from microstructural features
observed in grain boundaries,10 as well as measurements of
the critical current as a function of magnetic field suggesting
that a network of microbridges occupies a small portion of
the total grain boundary .11

Assuming that grain boundary junctions are composed
of a network of smaller junctions, one possibility is a two-
dimensional (2D) array of junctions. Non-integral steps
have been observed in such arrays when a current flows
parallel to the plane of the array and a magnetic field is
applied perpendicular to this plane,12 These non-integral
steps are explained by the field-induced vortex superlattice
slipping perpendicularly to the applied current. in synchrony
with the rf drive currenL13 The suggestive properties of 2D
arrays relevant to our results are the occurrence of non-
integral steps and the necessity of a magnetic field.
However, if grain boundary junctions are actually 2D arrays
of junctions, the plane of the array would be in the plane of
the junction, meaning the current flow would be
perpendicular to this plane. However, disordering could
modify the direction of current flow, and there is evidence
that the plane of these grain boundary junctions are inclined
by as much as 100 from the normal of the substrate,14
Another point of disagreement is that in 2D arrays the
voltages of the non-integral steps are not constanL12

The other possible arrangement of multiple junctions in
grain boundaries is a one-dimensional (ID) array, with a
number of junctions in parallel. Recent experimental and
theoretical results by Vanneste et ai.15 on two Nb-based
junctions in parallel (a SQUID) with applied magnetic and
microwave fields show consistent similarities with our
results. They observed distinct, constant voltage half-
integral steps in I-V curves, and the pattern of these curves
was periodic as a function of magnetic field. By using the
RSJ model and including capacitive and inductive elements,
they were able to reproduce their experimental results and
found that the half-integral steps are a result of a flip-flop
between two fluxoid states of the SQUID synchronized to
the microwave field. There are several other striking
similarities between our results and those of Vanneste et ai.

Their junctions were characterized by Pc =0.86 and D =

0.21, values which are consistent with those of our
junctions. Moreover, they found that half-integral steps
occur as a function of magnetic field, which agrees with our
suggestion above that trapped magnetic flux is important,
and that the maximum widths of the half-integral steps
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occurred at a magnetic field for which the critical current was
a minimum. This last point is in complete agreement with
our results.

It is reasonable to consider YBa2Cu307_o grain
boundary junctions to be composed of several weak links,
and the half-integral steps we observe are most likely caused
by multiple junctions in parallel. Efforts are now underway
to more fully investigate such an arrangement of junctions
to determine how the values of inductance and capacitance
and the number of junctions influence the occurrence and
behavior of half-integral steps. Also, additional experiments
are needed to correlate the occurrence of half-integral steps
with junction parameters such as Ic and Rn.

We thank C. J. Lobb, R. J. Soulen, Jr., and R. L.
Steiner for useful discussions. Work supported by the
Electricity Division, Natl. lnst. of Standards and
Technology, Technology Administration, U. S. DepL of
Commerce.

lK. Char, M. S. Colclough.S. M. Garrison.N. Newman.and G.
Zaharchuk. Appl. Phys. Leu. 59, 733 (1991).

2K. Char, M. S. Colclough.L. P. Lee, and G. Zaharchu12Appl.
Phys. Leu. 59, 2177 (1991).

3W. C. Stewart, Appl. Phys. Leu. 12, 277 (1968); D. E.
McCwnber, J. Appl. Phys. 39, 3113 (1968).

4B. D. Josephson,Phys. Leu. I, 251 (1962).
sp. W. Anderson and A. H. Dayem, Phys. Rev. Lett. 13, 195
(1964); A. H. Dayem and J. J. Wiegand.Phys. Rev. 155, 419
(1967); J. Clarke, Pliys. Rev. LeU.21, 1566 (1968).

6J. R. Waldram. A. B. Pippard, and J. Clarke, Phil. Trans. R.
Soc. London A268, 265 (1970).

7D. B. Sullivan, R. L. Peterson, Y. E. Kose, and J. E.
Zimmerman. J. Appl. Phys. 41, 4865 (1970); C. A. Hamilton
and E. G. Johnson.Jr., Phys. Leu. 41A, 393 (1972).

sA. Baratoff, J. A. Blackburn. and B. B. Schwartz,Phys. Rev.
Leu. 25, 1096(1970);H. LUbbigand H. Luther,Rev.de Phys.
Appl. 9, 29 (1974); K. H. Gundlach and J. Kadlec, J. Low
Temp. Phys. 26, 603 (1977).

9y. N. Belykh.N. F. Pedersen.and O. H. Soerensen.Phys.Rev.
B 16,4860 (1977);Y. Braiman. E. Ben-Jacob,and Y. Imry, in
SQUID'80,editedby H. D. HahlbohmandH. LUbbig(Walterde
Gruyter, Berlin, 1980)p. 783.

lofor a recent review, see S. E. Babcock, MRS Bulletin 17,20
(1992).

llD. C. Larbalestier, S. E. Babcock, X. Cai, L. Cooley, M.
Dawnling, D. P. Hampshire, J. McKinnell, and J. Seuntjens,
Progress in High Temperature Superconductivity18, Proc.
Tokai UniversityInternational Workshop on the Science of
Superconductivityand New Materials,edited by S. Nakajima
(World Scientific,New Jersey, 1989)p. 128; D. K. Lathrop,
B. H. Moeckly, S. E. Russek, and R. A. Buhrman. Appl.
Phys. Leu. 58, 1095 (1991); M. Daumling, E. Samelli, P.
Chaudhari, A. Gupta, and J. Lacey, Appl. Phys. Leu. 61,
1355 (1992).

12S. P. Benz, M S. Rzchowski, M. Tinkham, and C. J. Lobb,
Phys. Rev. Leu. 64, 693 (1990); H. C. Lee, R. S. Newrock,
D. B. Mast, S. E. Hebboul, J. C. Garland. and C. J. Lobb,
Phys. Rev. B 44, 921 (1991).

13K.H. Lee, D. Stroud, and J. S. Chung, Phys. Rev. Leu. 64,
962 (1990); J. U. Free, S. P. Benz, M. S. Rzchowski,M.
Tinkham,and C. J. Lobb. Phys. Rev. B 41, 7267 (1990).

14S. J. Rosner, K. Char, and G. Zaharchuk, Appl. Phys. Leu.
60, 1010 (1992).

ISC. Vanneste,C. C. Chi, W. J. Gallagher, A. W. Kleinsasser,
S. I. Raider,and R. L. Sandstrom,J. Appl. Phys. 64, 242
(1988).

Early, Clark, and Char 3359

n -- --


