Proposed guide from the members of ACI Committee 126

CONGCRETE MATERIALS

by C. Barry Oland and Chiara F. Ferraris

torically focused on reporting information about concrete

in technical reports, scientific journals, tlextbooks, and other
reference sources. Although archiving publications is currently
the only accepted means for preserving and distributing informa-
tion about concrete, it is now possible for computers to provide
these functions.

Before computers can replace laboratory notebooks and pub-
lished reports as a more efficient means for storing and
retrieving concrete materials property data, advances in infor-
mation protocol are needed, especially in the area of consensus
data reporting standards. To be effective, these standards should
provide guidance on the types of information to be reported in
a concrete materials property database and define the relation-
ships among the individual pieces of data. Use of these
standards by database developers throughout the concrete in-
dustry will help to integrate the data collection and reporting
processes and thereby eliminate the need for retyping the data
and verifying its accuracy. Computerization of the data will
also allow almost instant access to information that may oth-
erwise be unavailable.

Soon after this need for advanced concrete information proto-
col was brought to the attention of a select group of ACI members
in the late 1980s, the Technical Activities Committee authorized
the formation of a new committee to deal with materials property
database issues. ACI Committee 126 was organized in 1990 un-
der the leadership of its first chairman, Geoffrey Frohnsdorff. Its
mission has been to develop and report information on database
formats for concrete and related materials. The committee is ac-
complishing this mission by preparing guides for use in developing
concrete matcrial property databascs. The committec’s primary
responsibility is database formats and does not involve maintain-
ing concrete materials property databases or developing computer
software for database management.

I nformation technology for the concrete industry has his-
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DATABASE*

Database development

A concrete materials property database is a collection of data
files in which properties of various concrete materials are orga-
nized and stored. A data file is a complete set of concrete materials
property database entries or data records that contain properties,
data, and information for one particular concrete. The usefulness
of a concrete materials property database depends on the types
and amount of data that it contains. Meaningful comparisons
between concrete mixtures are only possible when properties for
many different kinds of concretes are available.

Accessing the information in a database can be either easy or
difficult depending on the way the data are organized and stored.
Information that is consistently reported from one data file to
another, constituents that are completely identified, mixture pro-
portions that are accurately reported, property values that are stored
in the same units, and test methods that are defined and described
in sufficient detail to eliminate misunderstanding, enhance the
overall quality of the database. To efficiently report all of the
properties that may be available for a particular concrete, a com-
prehensive set of guidelines for establishing unique concrete
identification, constituent information, processing parameters, me-
chanical, thermal, physical, and other properties and performance
characteristics should be followed.

Database development begins with a list of essential and desir-
able data elements to be included in the database. Each data
element represents one individual piece of information used to
describe a material or to record a test result. The data elements
form the basis of a data dictionary. A data dictionary is a guide
for understanding the information in a database and has features
similar to those in a language dictionary.! In the data dictionary,
the description, origin, and usage of each specific piece of data
presented in the database can be found. It also provides informa-
tion describing the relationship of a given piece of data to all
other pieces of data including the format that best fits the data.
The data dictionary is a framework on which the database schema
is built. A database schema is a perspective, a way of seeing the
information in the database.! The schema provides a transition
from individual pieces of information contained in the database
to the user’s viewpoint.

Standards that contain data elements intended for use in
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Database Development Process
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ASTM E 49 and ACI 126

« Field names or data elements

* Definition of terms

« Data type (alphanumeric, floating
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« Relationships to other data
elements

Fig 1 — Fundamentals of the database development process.
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computerization of material properties continue to be developed
by various national and international organizations. Selected ma-
terials property database standards that have been adopted by
organizations in the U.S. are listed in Table 1. As Fig. 1 shows,
information in database standards developed by organizations
such as ASTM Committee E 49, Computerization of Material
and Chemical Property Data, and ACI Committee 126, can be
used as the foundation for database development.

Overview of the Guide

A “Guide to a Recommended Format for Concrete in a Materials
Property Database’* was developed by ACI Committee 126. Itis
intended for use in establishing the content of a comprehensive
concrete materials property database. Recommended formats are
provided for organizing and subdividing information about con-
crete constituents, including hydraulic cements, aggregates,
chemical admixtures, mineral admixtures, fibers, and water. It
also contains recommended formats for processing information
and for concrete properties and performance characteristics. The
purpose of these formats is to facilitate efficient storage and re-
trieval of information about concrete with a computer and to allow
meaningful comparisons of concrete properties from different
sources. The guide is consistent with principles laid down by
ASTM Committee E 49. Material-identification and data-record-
ing standards adopted by ASTM Committee E 49 were used as
examples in preparing recommended formats for concrete. These
standards are identified in Table 1.

The guide is intended for use by those responsible for entering
data about concrete into a computerized materials property data-
base. It may also be helpful to those who prepare tables of concrete

properties for reports and to those who might wish to share data
with others, either within the same organization or between orga-
nizations. Although compliance with the recommended formats
is considered essential for efficient computerization of concrete
properties, the guide is not intended to replace reporting require-
ments established in consensus standards or contractual
agreements nor is it intended to serve as a step-by-step manual
for use in database management or computer protocol
development.

The recommended formats in the guide cover all facets of con-
crete technology. Table 2 lists the nine categories of information
that are addressed. Individual pieces of information associated
with each of these categories are represented by either an essen-
tial or a desirable data element. Each data element consists of
four components, including a data element number, data element
name, data element type, and data element format. These com-
ponents are defined and described in the guide. Data elements
that address similar topics are grouped together to form data seg-
ments. Sets of data segments, when combined, create the
foundation for a comprehensive data file. Relationships among
the various components of a concrete materials property data-
base are shown in Fig. 2. Certain data elements in the guide are
intended to serve a dual role. Besides reporting essential infor-
mation about the concrete, these data elements also create a unique
identifier for the concrete thereby making it possible to distin-
guish one concrete from another. Unique concrete identification
is required to make meaningful comparisons of properties for
similar concretes.

Although one of the objectives of the guide is to encourage
greater precision and completeness in data recording, some data
elements may not always be applicable, or additional data ele-
ments may be required. When these situations arise, entries for
nonapplicable data elements may be omitted, or supplementary
data elements may be created to enhance the reporting process.
The order of the data elements is not intended to be rigid and may
be varied depending on the protocol of the database management
system. It is important, however, that relationships among data
elements and data segments be considered during the develop-
ment of the database schema. In addition, it is suggested that
entries be provided for all data elements that are designated es-
sential to ensure equivalency among data files. Information in
essential data elements is considered necessary to make com-
parisons of properties from different sources meaningful.* To
accommadate the needs of all potential users, recommended for-
mats for reporting both customary units (inch-pound) and the
International System of Units (SI) are provided in the guide.*
Consistency and use of ST units are considered essential to elimi-
nate misunderstanding.

The guide also includes a series of general formats that are
used repeatedly throughout a data file. One set of four data ele-
ments is used to report information about standards organizations
such as those that issue specifications for concrete constituents
and test methods for determining properties of concrete and its
constituents. These data elements are used to report the name of
the organization; the standard numbecr; a designation, if appli-
cable; and the version. Another series of formats is used to report
date and time information. Dates are reported using the
YYYYMMDD (year, month, day) format, and time is reported
using the HH:MM (hour, minute) format for 24-h clock.

Concrete identification

It is essential to be able to be able to uniquely define a concrete.
Descriptive terms, such as portland cement concrete, high-per-
formance concrete, and fiber-reinforced concrete, may be effective
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Table 1 — Materials property database standards adopted by organizations in the U.S.

Designation Committee Title
: “Guide 10 a Recommended Format for the Recomended Fouumt fOr the Identification of Concrete in a
A6 120 1RD7 126 Materials Property Database”
ACI 126.2R-99 126 “Guide to a Recommended Format for Concrete in a Materials Property Database”
ASTM D 6308 D 30 “Standard Guide for Identification of Composite Materials in Computerized Material Property Databases”
ASTM E 1308 E 49 ‘Standard Guide for Identification of PoWrs (Excludes ”Ihen’r,x)set Elastomers) in Computerized
Material Property Databases
ASTM E 1313 E 49 ‘Standard Guide for Recommended Formats for Data Recorcis Used in Computerization of Mechanical
7 - , Test Data for Metals
ASTM E 1314 E 49 Standard Practice for Structuring Termmoiloglcal Reco.rds Re]atmg”to Computerized Test Reporting and
= 7 Materials Designation Formats
ASTM E 1338 E 49 ‘Standard Guide for the Identification of Metals and, ,Alloys in Computerized Material Property
Databases
ASTM E 1339 E 49 ‘Standard Guide for Identification of Aluminum Alloys fnd Parts in Computerized Material Property
Databases
ASTM E 1407 E 19 “Standard Guide for Materials Database Management”
ASTM E 1443 E 49 “Standard Terminology Relating to Building and Accessing Material and Chemical Database”
ASTM E 1454 E7 “Standard Guide for Data Fields for Computerized Transfer of Digital Ultrasonic Testing Data”
ASTM E 1471 £40 ‘Standard Guide for Identification of Fibers, Fillers, and Cgre Materials in Computerized Material
, - Property Databases
ASTM E 1475 E7 “Standard Guide for Data Fields for Computerized Transfer of Digital Radiological Test Data”
ASTM E 1484 E 49 ‘Standard Guide for Formatting and Use of Matega] and”Chermcal Property Data and Database Quality
~ Indicators
ASTM E 1485 E 49 “Standard Guide for Development of Material and Chemical Property Database Description”
ASTM E 1723 E 49 ‘Standard Guide for Recommended Formats for Datg Rfcords Used in Computerization of Test Data for
Plastics
. “Standard Guide for Recommended Formats tor Data Records Used m Computerization of Fatigue and
Sl L Fracture Data of Metals”
ASTM G 107 G1 ‘Standard Guide for Formats for Collecthn and Compilation gf Corrosion Data for Metals for
- Computerized Database Input
ASTM G 118 G2 “Standard Guide for Recommended Data Format of Wear Test Data Suitable for Databases"
ASTM G 135 G1 “Standard Guide for Computerized Exchange of Corrosion Data for Metals”
AWS A0 1 “Standard Guide for Describing Arc Welds in Computerized Material Property and Nondestructive
. — Examination Databases™
“Standard Guide for Recording Arc Weld Material Property and Nondestructive Examination Data in
AWS A9.2 - . »
Computerized Databases
NACE RP0690-98 - ‘Standard Format for Collection and Compilation of Data for Computerized Material Corrosion

Resistance Database Input”
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concrete mixture to produce a desired property
or characteristic

- Water o Water used as a concrete constituent
- Batching, mixing, transporting, placing,
~ Processing consolidating, finishing, and curing information

about concrete including mixture proportions

' Properties and

performance

Mechanical, thermal, physical, and other
properties determined from fresh and hardened
concrete

Identification

Information including descriptive terms, mixture
proportions, processing parameters, and
reference properties used to establish a unique
concrete identifier that distinguishes one concrete
from another

a dual role as concrete identifiers and data elements for
other information categories.

While there is no generally accepted numbering sys-
tem for concrete identification analogous to the Unified
Numbering System (UNS) for metals and alloys,’ such
a system could be developed in the future to standardize
the way concretes are distinguished.

A separate “Guide to a Recommended Format for the
Identification of Concrete in a Materials Property Data-
base”®was prepared by ACI Committee 126. It contains
all of the data elements considered essential for unique
concrete identification. Data elements in this guide are
also represented in the “Guide to a Recommended For-
mat for Concrete in a Materials Property Database.”

Constituents
Information about each constituent used in a concrete
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