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Flooring Radiant Panel  
(sheet form) 

This SRM consists of three sheets of kraft paperboard. It is 
for checking the operation of �ooring radiant panel test 
apparatus used to measure critical radiant �ux as per ASTM 
E 648. 

SRM Description
Unit of 
Issue

1012 Flooring�Radiant�Panel set (3)

See Table 305.4 on the website for more information.

Standard Cigarettes for Ignition 
Strength and Ignition Resistance 
Testing 

SRM 1082 is intended for use by test laboratories to assess, and 
control their testing of cigarette ignition in accordance with  
ASTM Standard Methods E 2187-16.  SRM 1196a is intended 
for use by test laboratories to test mattresses, upholstered 
furniture, and its components, and thermal insulation for 
resistance to cigarette ignition in accordance with 16 CFR 
1632, 16 CFR 1634 (proposed), and 16 CFR 1209.  

SRM Description
Unit of 
Issue

1082 Cigarette�Ignition�Strength�Standard
(200�cigarettes)

1�carton

1196a Standard�Cigarette�for�Ignition�
Resistance�Testing (400�cigarettes)

2�cartons

See Table 305.5 on the website for more information.
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