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e Precipitated at 40°C., washed with a 1 per cent solution of KNO; and titrated
with alkali standardized by the use of Bureau of Standards acid potassium
phthalate and the 23 : 1 ratio.

b Sample annealed by wrapping it in filter paper and heating for 20 minutes in a
tightly covered porcelain crucible at a bright red heat.

¢ Value obtained by standardization of titrating solution against sodium oxalate
through KMnO; and NazSz03.

4 Finished by electrolysis.

¢ Electrometric titration,

/ Bismuthate arsenite.

¢ Solutions standardized against a standard cast iron.
* Precipitation in ferric chloride solution.

i Titrated with KCN. .

i Persulphate-arsenite.

* Weighed as As2S;.
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